BondayClegg, Inc. D H
12980-West Cedar Dr. Geochemical
Lalewood, Colorado 80228 I.ab Report

(303) 989-1404
BONDAR-CLEGG
REPORT: D89-31462.4 ( COMPLETE ) l REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 25-SEP-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 8 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 8 2 -130 8 fAssay Prep 8
__REWARKS: Final resulfs are reported
REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARROMN

MR. JIM BARRON
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Bondar. Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakéwood, Colorado 80228 Lab Report
(303) 9891404
BONDAR-CLEGG
. -SEP-83
[ REPORT: D89-31462.4 | PROJECT: NONE LISTED PAGE 1
SAMPLE ELEMENT Au
NUMBER UNITS  OPT
D2 R89-560-0-5 0.032
D2 R89-560-5-10 0.027
D2 RB9-560-10-15 0.008
D2 RA9-560-15-20 0.007
D2 R89-560-20-25 0.074
D2 R89-560-25-30 0.013
D2 R83-560-30-35 0.009 '
D2 RA9-560-35-40 0.003 —
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 8943]
702 (359-9330)

Al

B

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31463.4 ( COMPLETE )

|

REFERENCE INFO: NONE GIVEN

CLIENT: BROHM MINING CORPORATION
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON
DATE PRINTED: 29-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTIHMIT EXTRACTION METHOD
1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 60 2 -150 60 CRUSH,PULVERIZE -150 60
EXCFSSIVE WETNESS/LB 1320
SAMPLE PICKUP/MILE 1

REMARKS :

1AT GOLD (29.176)

REPORTCOPTES TO: MR, JINM BARRON

IRVOICE T0: R, JITT BARRON

MR. ROD MCCLEOD




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

»

B

L
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A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

I_DMLERIbL

Geochemical
Lab Report

TED: 29-SEP-89

REPORT: R89-31463.4 PROJFCT: NONE GIVEN PAGE 1 J
SAMPLE ELEMENT Au SANPLE ELEMENT Au
NUMBER UNITS  OPT NUMBER UNITS  OPT
22 R89-560 40-45 0.002 22 R89-560 220-225 0.020
72 R89-560 45-50 <0.002 22 R89-560 225-230 0.016
22 R89-560 50-55 0.016 22 R89-56N 230-235 0.029
72 R89-560 55-60 0.003 22 R89-560 235-24D 0.041
— PR R — 72 R89-560 240-245 0.016
22 R89-560 601-65 <0.002 22 R89-560 245-250 0.023
22 R89-560 65-70 <0.002 22 R89-56D 250-255 0.033
72 R89-560 70-75 <0.002 22 R89-560 255-260 0.045
72 R89-560 75-80 <0.002 22 R89-560 260-265 0.062
72 R89-560 80-85 <0.002 22 R89-560 265-270 0.023
22 R89-560 85-90 <0.002 22 R89-560 270-275 0.037
72 R89-560 90-95 <.002 22 R89-560 275-280 0.061
72 R89-560 95-100 <0.002 o B S ———: I P
22 R89-560 100-105 <0.002 22 R89-560 280-285 0.042
22 R89-560 105-110 <n.0n2 22 R89-560 285-290 0.026
—DUPHI AT ——————<fh 1t 22 R89-560 290-295 0.038
72 R89-560 110-115 <n.0n2 22 R89-560 295-300 0.027
22 R89-560 115-120 <0.002 22.RE9-560 300-305 0.029
72 R89-560 120-125 D.0N3 22/R89-560 305-310 0.041
22 R89-560 125-130 0.005 72 R89:560 310-315 0.032
T 7T T

22 R89-560 130-135 0.004 | 72 R89-560 315-320 0.045
72 R89-560 135-140 0.003 22 R8I0y 320-325 0.025
22 R89-560 14D-145 0.004 2 R89-560 325-330 ) 0.016
22 R89-560 145-150 0.002 = .

22 R89-560 150-155 0.002 (22, R89-561 330-335™ 0.019
72 R89-560 155-160 0.004 22 R89-560 335-340 0.048
72 R89-560 160-165 D.0N8

22 R89-560 165-170 B

—BUPHIEAFE—— 0,004

22 R89-560 170-175 0.009

22 R89-560 175-180 0.006

22 R89-560 180-185 0.008

22 R89-560 185-190 0.007

22 R89-560 190-195 0.009

22 R89-560 195-20N 0.027

22 R89-560 200-205 0.047

22 R89-560 205-210 0.019
22 R89-560 210-215 0.016

22 R89-560 215-220 Bt

~DURLICAHE——

0.018
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Bondar-Clegg, Inc.

625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431

BONDAR-CLEGG 702 (359-9330)
Invoice : R076596, Page 1
BROHM MINING CORPORATION
MR. JIM BARRON Date 29-SEP-89
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R89-31463.4
57732 Project : NONE GIVEN
Reference: NONE GIVEN
BARRON
60 Analyses of Gold at $ 7.00 $ 420.00
Subtotal $ 420.00 S 420.00
Sample Preparation
60 Samples of CRUSH,PULVERIZE -150 at $ 3.00 $ 180.00
1320 Samples of EXCESSIVE WETNESS/LB at $ 0.20 $ 264.00
1 Sample of SAMPLE PICKUP/MILE at $12.00 § 12.00
Subtotal $ 456.00 S 456.00
Miscel laneous Charges
4% S.D. SALES TAX S 18.24
2% DEADWOOD CITY SALES TAX S 9.12
Subtotal S 27.36 S 27.36

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

A | PR . S N L Pag Y PN

$ 903.36 U.S.



Bondar-Clegg, Inc. ‘ hME .
625 Spice lslaqd Dr. Geoc llllcal
Builging 1, Unit A Lab Report
Sparks, Nevada 89431

02059550 BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31464.4 ( COMPLETE ) REFERENCE INFO: BROHM
CLIENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 29-SEP-89
NUHBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTIMIT EXTRACTION METHOD
1 Au Gold 60 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 60 2 -150 60 ASSAY PREP 60
EXCESSIVE WETNESS/LB 1338
SANPLE PICKUP/MILE 1

REMARKS: 1AT GOLD (29.176)

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

AR, KUD ACCLEUD




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building I, Unit A
Sparks, Nevada 89431
702 (359-9330)

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

DATE PRINTED: 29-SEP-89

B REPORT: R89-31464.4 PROJECT: NONE GIVEN PAGE 1

SAMPLE ELEHENT Au SANPLE ELEMENT  Au
{—- NUNBER UNITS  OPT NUNBER UINITS ~ OPT
72 R89-560 340-345 0.041 ~pPHIeHTE <ihite
72 R89-560 345-350 0.020 22 R89-560 525-530 <0.002
72 R89-560 350-355 0.026 22 R89-560 530-535 <0.002
72 R89-560 355-360 0.022 22 R89-56D 535-540 <0.002
22 R§9-560 3601-365 0.036 22 R89-560 540-545 <0.002
BUPLICATE— 22 R89-56D 545-550 <0.002
72 R89-560 365-370 0.020 22 R89-560 550-555 <0.002
72 R89-560 370-375 0.030 72 R89-560 555-560 <0.002
72 R89-560 375-380 0.032 22 R89-560 560-565 <0.002
72 R89-560 380-385 0.036 72 R89-560 565-570 <0.002
72 R89-560 385-390 0.031 22 R§9-560 570-575 <0.002
22 R89-560 390-395 0.021 22 R89-560 575-580 <0.002
22 R§9-560 395-400 0.027 72 R§9-560 580-585 <0.002

72 R89-560 40N-405 0.036 DUPLICATE - —— —<B B8P —
72 R§9-560 405-410 0.041 22 R§9-560 585-590 <0.002
22 R89-560 410-415 e 22 R89-560 590-595 <0.002
~DURLEEAFE—————  0.036 22 R89-560 595-600 <0.002
72 R89-560 415-420 0.036 22 R89-560 600-605 <0.002
22 R89-560 420425 0.023 22 R89-560 605-610 <0.002
22 R89-560 425-430 0.089 22 R89-560 610-615 <0.002

wE
22 R89-560 430-435 0.045 22 R89-560) 615-620 <0.002
22 R89-560 435-44D D.047 72 R89-560-620-625 <0.002
72 R89-560 440-445 0.037 22 R89-560 625-630 <0.002
22 R89-560 445-450 0.006 22-R89-560 @30+635 <0.002
s ‘

72 R89-560 450-455 o2

<U.

72 R89-560 455-460 <0.002 | RER GRS edn oz b
22 R89-560 460-465 <0.002 v VIV M
22 R89-560 465-470 <0.002

22 R89-560 470-475 <0.002

ADYPERCRTE——————<B-882~

22 R89-560 475-480 <0.002

22 R89-560 481-485 <0.002

22 R89-560 485-490 0.004

22 R89-560 490-495 0.003

22 R89-560 495-500 0.002

22 R89-560 500-505 <0.002

22 R89-560 505-510 <0.002

22 R89-560 510-515 0.003

22 R89-560 515-520 <0.002

72 R89-560 520-525 <0.002
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Bondar-Clegg, Inc.

625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice : R076594, Page 1

BROHM MINING CORPORATION

MR. JIM BARRON Date : 29-SEP-89
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R89-31464.4
BDl132 Project : NONE GIVEN
Reference: BROHM
BARRON
60 Analyses of Gold at ¢ 8.50 ¢ 510.00
Subtotal S 510.00 $ 510.00
Sample Preparation |
60 Samples of ASSAY PREP at $ 3.00 § 180.00 |
1338 Samples of EXCESSIVE WETNESS/LB at S 0.20 § 267.60 ‘
1 Sample of SAMPLE PICKUP/MILE at $12.00 $ 12.00 |
Subtotal S 459.60 S 459.60 |
Miscellaneous Charges }
4% S.D. SALES TAX S 18.38 |
2% DEADWOOD CITY SALES TAX S 9.19 I
Subtotal S 27.57 S 27.57 ‘
Invoice Total: $ 997.17 U.S. |

THIS IS A PROFESSIONAL SERVICE
- ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 82431
702 (359+9330)

B

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31465.4 ( COMPLETE )

REFERENCE INFO: NONE GIVEN

CLIENT: BROHM MINING CORPORATION
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON
DATE PRINTED: 29-SEP-89

ORDER ELEMENT

1 Au Gold

NUMBER OF LOKER
ANALYSES  DETECTION LIMIT EXTRACTION METHOD
60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER

Z OTHER DRILL TYPES 60

SIZE FRACTIONS NUMBER

SANPLE PREPARATIONS NUMBER
CRUSH,PULVERIZE -150 60
EXCESSIVE WETNESS/LB 1750
SANPLE PICKUP/HILE 1

REMARKS :
1AT GOLD (29.176)

REPORT COPLES TUT TR, JIT BARKUN

INVOICE TO: TR, JINM BARKON

fR. ROD MCCLEOD




Bondar-Clegg, Inc. S Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (3599330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
) DATE PRINTED: 29-SEP-89
REPORT: R89-31465.4 PROJECT: NONE GIVEN PAGE 1
SANPLE ELEMENT Au SANPLE ELEMENT Au
NUMBER UNITS  OPT NUMBER UNITS  OPT
22 R89-560 6410-645 <0.002 22 R89-560 825-830 <0.002
22 R89-560 645-650 <0.002 —DUPLICATE e
22 R89-560 650-655 <D.002 22 R89-56D 830-835 <0.002
72 R89-560 655-660 <0.002 22 R89-560 825-840 <0.002
22 R89-560 660-665 <0.0N2 22 R89-560 840845 <0.002
22 R89-560 665-670 <0.002 22 R89-5601 845-850 <0.002
~DUPLICATE 2m-ne 22 R89-56N 850-855 0.002
22 R89-560 670-675 <0.002 22 R89-560 855-860 0.004
22 R89-560 675-680 <D.002 22 R89-560 860-865 0.003
22 R89-560 680-685 <0.002 22 R89-560 865-870 <0.002
72 R89-560 685-690 <D.0N2 22 R89-56N 870-875 <0.002
22 R89-560 690695 0.003 22 R89-560 875-880 0.010
22 R89-560 695-700 <0.002 22 R89-560 880885 <0.002
22 R89-560 700-705 <0.002 22 R89-560 885-890 <0.002
22 R89-560 705740 0.047 — YR fi it —
22 R89-560 710-715 0.002 22 R89-560 890-895 0.002
22 R89-560 715-720 e 22 R89-56D 895-90N <0.002
~DuPLICATE~ 0.002 22 R89-560 900-905 <0.002
22 R89-560 720-725 0.003 22 R89-56D 905-910 <0.002
72 R89-560 725-730 0.008 22 R89-560 910-915 <0.002
22 R89-560 730-735 0.058 22 R89-560 915-920 ' <D.BOZ™=y |
22 R89-560 735-740 0.007 22 RE9=560-920-925 (1) 40,0027 ?
22 R89-560 740745 <n.002 22/ R89-560 925-930 =~ 0.002" |
22 R89-560 745-750 <0.002 , 22 R89- Z3g-93s <0:002 | ,
22 R89-560 750755 <0.0N2 |22 R89-SEM935-94 Ny 8885 U] jnq
'3 T i 8
22 R89-560 755-760 <0.002 'l OaamM =
22 R89-560 760-765 <n.0n2 , 00 DM
22 R89-560 765-770 0.002 R ‘M MHORg
22 R89-560 770-775 0.002 e ——
22 R89-560 775-780 <0.002 o
~DURLICA <R
22 R89-560 7801-785 <0.002
72 R89-560 785-790 - <0.002
22 R89-560 790-795 0.006
22 R89-560 795-800 0.012
22 R89-560 800-805 <0.002
22 R89-560 8N5-81D <0.002
22 R89-560 810-815 <0.002
22 R89-560 815-820 <0.002

72 R89-560 820-825 <0.002
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BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA
97732

Invoice

Date

Report No:
: NONE GIVEN

Project

Reference:

BARRON

Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

: R0O76600, Page 1

29-SEP-89
R89-31465.4

NONE GIVEN

60 Analyses of Gold
| Subtotal

Sample Preparation

at §$ 7.00 S 420.00
$ 420.00 S 420.00

60 Samples of CRUSH,PULVERIZE -150 at $ 3.00 $ 180.00

1750 Samples of EXCESSIVE WETNESS/LB at $ 0.20 s 350.00

1 Sample of SAMPLE PICKUP/MILE at $12.00 § 12.00
Subtotal S 542.00 S 542.00

Miscellaneous Charges

4% S.D. SALES TAX S 21.68

2% DEADWOOD CITY SALES TAX S 10.84
Subtotal S 32,52 S 32.52

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

S 994.52 U.s.



Bomtin on T Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevadz 89431
s G | BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31468.4 ( COMPLETE ) | l REFERENCE INFO: NONE GIVEN
CLIENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 29-GEP-89
NUNBER OF LOMER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 12 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
7 OTHER DRILL TYPES 12 2 -150 12 CRUSH,PULVERIZE -150 12

EXCESSIVE METNESS/LB 319

REMARKS :
1AT GOLD (29.176)

REPORT COPIES TO: MR. JIM BARRON INVOICE T0: MR. JIM BARRON

MRT_RODMCCLEOD




Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.
Buiding 1, Unit A Lab Report

Sparks, Nevada 9431

702 (3%9:9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
— DATE PRINTED: 29-SEP-89
REPORT: R89-31468.4 PROJECT: NONE GIVEN PAGE 1
SANPLE ELENENT fu
NUMBER UNITS oPT
72 R89-560 94D-945 0.005
72 R89-560 945-950 0.005
72 R89-560 950-955 0.038
72 R89-560 955-960 0.047
72 R89-560 960-965 0.034
72 R89-560 965-970 0.042
72 R89-560 970-975 0.107
72 R89-560 975-980 0.111
22 R89—§60 980-985 ;9—932— -.0c6
~DUPHCATE 83—
72 R89-560 985-990 0.058
72 R89-560 990-995 0.126
72 R89-560 995-1000 0.039 —

L OO DM"','.’M '*5;@».. l

————— ‘
—————
- -
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice : R076601, Page 1
BROHM MINING CORPORATION
MR. JIM BARRON Date : 29-SEP-89
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R89-31468.4
57732 Project : NONE GIVEN
Reference: NONE GIVEN
BARRON
12 Analyses of Gold at § 7.00 8§ 84.00

Subtotal

Sanmple Preparation
12 Samples of CRUSH,PULVERIZE -150 at $
319 samples of EXCESSIVE WETNESS/LB at §
Subtotal

Miscellaneous Charges
4% S.D. SALES TAX
2% DEADWOOD CITY SALES TAX
Subtotal

Invoice Total:

S 99.80
S 4.00
S 2.00
S 6.00

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

$ 84.00
$ 99.80
$ 6.00

$ 189.80 U.s.
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Contractor A/?/U\f]
Dritt Type DH -7

Coordina’ -

Project .. JAils [yo/

Casing Depth State <D
Hole Size

—— Hole No. %27‘5:6_:0 (ﬁ'z}/t‘ 8)

DARL CUTTING LOO

Shut.'_j'_.o{
Bearing__ _— inchination__— 70 ° Date Started Property 6///Z é%{e—
Collar Elev. Final Depoth /000" 7 Date Completed._ Hole Surveyed
] GRAPHIC LOGS ocation GEOLOGIC NOTES
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Contractor

' Logged dy:

Aot
g

'DARL._CUTTING LOO . -

Coordinates Project - Hole No.
Drit Type Casing Depth State ' Sheet Z ot
Hole Size Bearing.. ... Inclination_ Date Started : Property
Collar Elev. Final Depth Date Comploted . Hole Surveyed
. GRAPHIC LOGS ocanon | GEOLOGIC NOTES
‘=’ § ALTERATION: zoomed o g > 1 31\5 §§ ‘1 5 ) : OESCRIPTION MINERALIZATION
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Contractor } Coordinates

ORRL. CUTTING LOO
Logged bY:

: : vaolocl - Hole ﬁo.
Drill Type : Caaing Depth State__ 3“0.!.30'
Hole Size Bearing Inclination_ Dete Started Property
Collar Elev. Final Depth Date Completed : Hole Surveyed
. GRAPHIC LOGS etanon GEOQOLOGIC NOTES
% S|ALTERATION: T 2 S 3 8 TR DESCRIPTION | MINERALIZATION
§ = § ; [ - E . :'-_ E ROCK TYPE VINERALOBY, ALTERATION, TEXTURES, QIRTAIRLLIAN Lxeg ASSAY
- 3 &3 § - 3  GAADY BIZE, PRAGMENY 8i2€ . \ :::...:.n:::::::: * A | Ao
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